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Shanghai Global Testing Services Co., Ltd.
Floor 2nd, Building D-1, No. 128, Shenfu Road, Minhang District, Shanghai, China. 201104 China

Tel: (86-21) 33637866 Fax: (86-21) 3363 7858 E-mail: info@gts-lab.com WebSite: http://www.gts-lab.com

The following information was/were submitted and identified by/on behalf of the client:

Applicant : Jiangyin Jiaou New Materials Co.,Ltd

Address : No.1319 Xicheng Road, Qingyang Town, Jiangyin City, Jiangsu Province

Sample Name : PETG Sheet

Sample Receive Date : Mar. 04, 2021

Sample Testing Period : Mar. 04, 2021 - Mar. 10, 2021

Test Result Summary:

As requested by the applicant, for details refer to attached page(s).

TEST ITEM(S) TEST REQUESTED CONCLUSION(S)

Net Chloroform-soluble Extractives

Food and Drug Administration (FDA) Regulations
21 CFR 177.2420 PASS

Total Nonvolatile Extractives
Food and Drug Administration (FDA) Regulations
21 CFR 177.2420 PASS

For and on behalf of
Shanghai Global Testing Services Co., Ltd.

Authorized Signature
Shi Lei/Kevin

General Manger -GTS/SHO
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Test Result(s):

Test Sample Description:

Sample No. Client Claimed Material Material Description

01 PETG Transparent plastic sheet

Test Results of Extractives according to 21 CFR 177.2420

Test Items Test condition

Maximum
permissible

limit (mg/inch2)

Result(s)
(mg/inch2) Conclusion(s)

01

Net Chloroform-soluble Extractives

Distilled water 2 hours at 150℉ 0.1 < 0.05 PASS

Net Chloroform-soluble Extractives
8% Ethanol (V/V) 2 hours at 150℉ 0.1 < 0.05 PASS

Net Chloroform-soluble Extractives

50% Ethanol (V/V) 2 hours at 150℉ 0.1 < 0.05 PASS

Total Nonvolatile Extractives

n-Heptane 30 minutes at 100℉ 0.1 < 0.05 PASS

Note: 1. “<” = less than;
2. The test condition was assigned by client.
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Sample Photo(s):

***End of Report***
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